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STARDUST FOIL PET

Foil 55N,1

Upper Left Corner (end with black dot on under side) 41.375, 30.807, rotation 10
FESEM Session 032806

Crater number appox size Stage X Stage Y Stage Rotation Elements observed observation magnification
1 2 micro-m 15.124 31.272 10 Fe,S, Mg, Si? 250X
2 1 micro-m 13.949 31.015 10 Fe,S, Mg, Si? 250X
3 200 nano-m 13.451 31.08 10 Fe, S, Si, O 250X
4 200 nano-m 12.997 31.106 10 Fe, S 250X
5 600 nano-m 12.599 31.165 10 Fe, S, Si, Mg 250X
6 500 nano-m 38.83 31.635 10 Mg, Si, S, Fe 250X
7 1.2 micro-m 33.87 31.665 10 Mg, Si, S, Fe 250X
8 800 nano-m 33.809 31.768 10 no good composition 250X
9 700 nano-m 31.834 31.798 10 Fe, S, Mg, Si 250X

10 500 nano-m 28.304 31.787 10 Mg, Si, S, Fe 250X
11 600 nano-m 23.437 31.706 10 no good composition 250X
12 1 micro-m 20.124 31.53 10 Fe, S, Na? 250X
13 400 nano-m 19.201 31.59 10 Fe, Si, S, Na?, Mg, Si 250X
14 400 nano-m 12.566 31.535 10 Fe, S, Si 250X
15 400 nano-m 40.364 30.935 10 Fe 1000X
16 2 micro-m 27.735 32.609 10 Mg, Si, S, Fe 250X
17 28.84 32.51 10 variable, Mg,Si, Fe, Fe, 250X
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