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Bullet

C2004,1,44,4,0

FC12,0,16,1,0

FC3,0,2,2,0

C2054,0,35,16,0

C2044,2,41,3,0

C2092,2,80,46,0

C2092,2,80,48,0

C2092,2,80,49,0

Summary

Summary

Material clearly visible. Fine grained.

Nothing visible.

Material visible, but likely altered by previous experiment.

Material visible, possibly altered by previous experiment

Material visible. Heterogeneous assembly of different
phases.

Aerogel visible, not clear if much track is present.

Material clearly visible. Fine grained.

Material clearly visible. Fine grained.

Recommend SIMS?
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FC12,0,16,1,0

7.01x8.38 inches (2048x2448): 16-bit: 9.6MB

SEMHV:10.0kV | Viewfield:5.82mm | (111 VEGA3 TESCAN
BI: 9.00 Det: SE 1mm
WD: 27.27 mm | Date{m/diy}: 09/22/14
FC12,016,1,0

Not really seeing much here.
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