
Sample CF3,0,2,4,1
Fragment container#12, particle#3, Grid#1, S microtome slice # (50nm x4) on Amorphous C
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Sample CF3,0,2,4,2
Fragment container#12, particle#3, Grid#2, S microtome slice # (70nm x4) on Amorphous C

09Feb06 Keiko Messenger

Bad section



Sample CF3,0,2,4,3
Fragment container#12, particle#3, Grid#3, S microtome slice # (70nm x4) on Holey C

Graciela
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No image available



Sample CF3,0,2,4,4
Fragment container#12, particle#3, Grid#4, S microtome slice # (150nm x3) on SiO
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Sample CF3,0,2,4,5
Fragment container#12, particle#3, Grid#5, S microtome slice # (150nm x3) on SiO
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Sample CF3,0,2,4,6
Fragment container#12, particle#3, Grid#6, S microtome slice # (120nm x3) on SiN window
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Window edges

Epoxy marker



Sample CF3,0,2,4,7
Fragment container#12, particle#3, Grid#7, S microtome slice # (200nm x2) on Si wafer
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